
CX3061-A TID TEST
D/C 9834

NASA/GSFC
September 20, 1998
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TAM300 @ 1 krad(Si)/Hour
TAM302 @ 0.5 krads(Si)/Hour
TAM303 @ 0.5 krads(Si)/Hour


