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RT54SX32 TID TEST
D/C 9949 - L/C T6JP01A/003

1 krad (Si) / Hour
NASA/GSFC

February 22, 2000
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Notes
1. DUTS in Pb/Al box per 1019.5
2. LAN2803: in situ Functional Test
    No Failures Detected
3. DUTs in CQ208


